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Abstract In this paper, we study the photonic resonance
states and transmission spectra of coupled waveguides
made from heterostructure photonic crystals. We consider
photonic crystal waveguides made from three photonic
crystals A, B and C, where the waveguide heterostructure
is denoted as B/A/C/A/B. Due to the band structure engi-
neering, light is confined within crystal A, which thus act
as waveguides. Here, photonic crystal C is taken as a
nonlinear photonic crystal, which has a band gap that may
be modified by applying a pump laser. We have found that
the number of bound states within the waveguides depends
on the width and well depth of photonic crystal A. It has
also been found that when both waveguides are far away
from each other, the energies of bound photons in each of
the waveguides are degenerate. However, when they are
brought close to each other, the degeneracy of the bound
states is removed due to the coupling between them, which
causes these states to split into pairs. We have also
investigated the effect of the pump field on photonic crystal
C. We have shown that by applying a pump field, the
system may be switched between a double waveguide to a
single waveguide, which effectively turns on or off the
coupling between degenerate states. This reveals interest-
ing results that can be applied to develop new types of
nanophotonic devices such as nano-switches and nano-
transistors.
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Introduction

There has been a great deal of interest in photonic crystals
[1, 2] due to their ability to manipulate the propagation of
light in the same way that semiconductor materials are able
to control the propagation of electrons. Photonic crystals
are materials with a dielectric constant that varies period-
ically in one, two or three spatial dimensions, due to which
a photonic band gap forms in the structure’s photonic
dispersion relation. Significant effort has been devoted to
the development of new photonic devices made from
photonic crystals. Two promising classes of these materials
are photonic crystal heterostructures [3] and nonlinear
photonic crystals [4—14].

Photonic crystal heterostructures are formed by joining
two or more photonic crystals into a single structure, which
gives the heterostructure a more complex band structure
than that of a raw photonic crystal [3]. Photonic crystal
heterostructures have been successfully used to develop
devices such as high-quality resonant cavities [15], low-
loss waveguides [16] and high-efficiency add-drop filters
[17]. Nonlinear photonic crystals possess a PBG that can be
shifted, which makes these materials ideal for developing
optical switching devices. Recently, optical switching
mechanisms due to nonlinear Kerr effects in photonic
crystals have been studied both theoretically [4-9] and
experimentally [10-14].

Here, we study the photonic resonance states and
transmission spectra in coupled waveguides made from
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heterostructure photonic crystals. Waveguides made by
embedding a high refractive index material into a low
index material have been widely studied [18]. Some work
has also been done on photonic crystal waveguides formed
by doping a dielectric material into a photonic crystal. For
example, McGurn [19] and Sinha [20] have studied co-
directional coupling between two photonic crystal wave-
guides. Faraon et al. [21] have studied theoretically and
experimentally the coupling between photonic crystal
waveguides.

In this paper, we consider two linear photonic crystals A
and B and a nonlinear photonic crystal C and arrange them
as B/A/C/A/B to form the waveguide heterostructure.
Crystal parameters for A, B and C are chosen so that the
upper band edge of crystal A lies within the band gaps of
crystals B and C. Due to this band structure engineering,
light is confined within crystal A, which thus act as
waveguides. In the confinement direction of the wave-
guide, photons will occupy discrete quantized states within
photonic crystal A, which appear as photonic quantum
wells (PQWs). This so-called photonic confinement effect
has been demonstrated both theoretically [22-24] and
experimentally [25, 26] for various types of PQW systems,
analogous to the electronic confinement effect that occurs
in semiconductor quantum wells. It has been shown that the
phenomenon of resonant tunneling will occur for a PQW
with sufficiently thin photonic barriers, whereby an inci-
dent photon possessing an energy matching a resonant state
of the PQW will undergo perfect transmission through both
barriers [22, 23]. Because of this, resonant states appear as
sharp peaks approaching unity in the transmission spectrum
of a PQW [22-26].

Using the transfer matrix method [22, 24, 27], we have
determined the energies of bound photons within the cou-
pled waveguides and calculated the transmission coeffi-
cient of the system in the direction of photon confinement.
We have found that the number of bound states within the
waveguides depends on the width and the well depth of the
photonic wells. It has also been found that when both
waveguides are far away from each other (or equivalently,
the width of photonic crystal C is large), the energies of
bound photons within the waveguides are degenerate.
However, when the waveguides are brought close to each
other, the degeneracy of the bound states is removed due to
the coupling between them, which causes these states to
split into symmetric and anti-symmetric pairs. We have
also investigated the effect of the nonlinearity of photonic
crystal C. By applying a pump laser, the photonic band gap
of crystal C changes due to the Kerr effect [8]. This change
in band structure effectively modifies the energy barrier
separating the waveguides, which in turn changes the
splitting energy of the coupler. In other words, the energies
of the couplers can be switched on and off by applying the
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pump laser. This reveals interesting results that can be
applied to develop new types of nanophotonic devices such
as nano-switches and nano-transistors [4—14].

Theory

We consider three photonic crystals A, B and C, where
each is composed of dielectric spheres embedded in a
dielectric background material. Dispersion relations for
these crystals were obtained using the isotropic band
structure model proposed by John and Wang in [28], which
has been widely used in the literature of photonic crystals
to study their optical properties [8, 28, 29]. For a photonic
crystal described by this model, it is considered that all
electromagnetic waves propagating within the crystal
encounter the same periodically varying dielectric con-
stant, regardless of their polarization or propagation
direction. Due to this simplifying assumption, light prop-
agation within this photonic crystal can be described by a
scalar wave equation (1-D Maxwell wave equation) for
the electric field. By solving the scalar wave equation,
we obtain the dispersion relation for photonic crystal i
(i.e.i=A,BorC)as

(s + 1p,)° o8 &x(2nya; + np ib;)
4nginp ; - he

(nyi — npi)’ |:8k(2ns.iai - anbi)]
- cos '
he

cos(k;L;) =

(1)

4ng iny ;

In Eq. (1), k; is the Bloch wave vector, L; is the lattice
constant, n,; and n,; are the indices of refraction of the
spheres and background materials, respectively, a; and
b; are the radius of the spheres and the distance between the
spheres, respectively, and ¢ is the photon energy. Although
the isotropic band structure model employed here is an
idealization, it leads to qualitatively correct physics and
has been shown to exhibit many features of observed
and simulated band structures for 3-D photonic crystals
[28, 29].

The double waveguide heterostructure is formed by
arranging photonic crystals A, B and C in the sequence
B/A/C/A/B. We consider that the waveguide is symmetric
in the direction of photon confinement, such that opposite
layers of photonic wells and barriers have equal thick-
nesses that are given as dy, dg and dc. It is considered here
that the spheres in photonic crystal C consist of a nonlinear
dielectric material, such that their refractive index in the
presence of an intense pump field is given as [8, 30]

ng.c = N + nnLI (2)

where n,; is a function of the third-order susceptibility,
which can be positive or negative depending on the
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dielectric material being used, and [ is the intensity of the
pump field laser. When the pump laser is applied, the band
gap of photonic crystal C will be shifted due to the Kerr
nonlinearity (Fig. 1).

Here, we choose crystal parameters such that the upper
band edges of photonic crystals B and C are almost equal,
and the upper band edge of photonic crystal A is below that
of B and C, but not so far as to form a deep photonic well.
This is done to ensure that the photonic wells formed
within crystal A are shallow enough so that the shift in the
band gap of crystal C will be great enough to eliminate the
central photonic barrier. Thus, we can switch the system
between a double waveguide and single, wider waveguide
by applying a pump field.

It is considered that light in the form of transverse
electric waves is incident upon the waveguide hetero-
structure in the direction of photon confinement. The
transmission coefficient of the heterostructure is calculated
for the confinement direction using the transfer matrix
method [27], which matches the electric field and its first
derivative at the interfaces between adjacent photonic
crystal layers in order to relate the incident and reflected
amplitudes in each layer via transfer matrix equation. The
transfer matrix method is ideal for our simulations, because
we are considering isotropic photonic crystals, and we are
only concerned with light propagation along the direction
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Fig. 1 Schematic diagram of the coupled heterostructure photonic
crystal waveguide. a Cross-sectional view of the waveguide, depict-
ing the photonic crystal arrangement within. The circles represent the
spheres imbedded in each crystal, which are filled with air in photonic
crystals A and B and a nonlinear dielectric material in photonic
crystal C. The backbone material of each crystal consists of the same
linear dielectric material. b Energy band structure of the waveguide in
the direction of photon confinement. The dashed line located in the
central photonic barrier illustrates how the position of the upper band
edge of photonic crystal C shifts when the pump field is applied,
where A¢ denotes the change in energy. Note that the lower band edge
of crystal C also shifts in a similar manner upon the application of the
pump field; this is not depicted here, since we are only concerned with
the PQWs formed by the upper band edges of photonic crystals A, B
and C

of photon confinement. In principle, a photonic waveguide
does not allow transmission through the outer photonic
barriers, but here we allow for transmission to occur by
choosing sufficiently thin outer photonic barriers that per-
mit photonic tunneling to occur. We do this in order to
study the resonant tunneling effect that occurs as a result,
whereby the behavior of the bound photonic states in the
waveguide can be studied from its transmission spectra.
The energies of the bound states are not affected by the
thickness of the outer photonic barriers, so this has no
effect on energies of the bound states within the wave-
guides or their coupling strength. Using the dispersion
relation given in Eq. (1), the transmission coefficient was
obtained as a function of the incident photon energy and
was plotted over the range of energies between the upper
band edges of photonic crystals A and B in order to find the
resonant states of the system. The transmission spectra
were studied for instances when the pump field is on or off
in order to observe the switching effect produced.

Results

We consider a coupled heterostructure photonic crystal
waveguide consisting of crystals A, B and C arranged as B/
A/C/A/B. For these crystals, their specific 3-D lattice
structures are not be specified, as the isotropic band
structure model employed here is independent of the type
of lattice considered. Photonic crystals A, B and C each
have a dielectric background material consisting of titania
(TiO,), such that ny 4 = nyp = ngc = 2.5 [30, 31]. The
spheres in crystals A and B are taken to be filled with air
npa = npp = 1.00, whereas the dielectric spheres in
crystal C are made of polystyrene, with n, = 1.59 and
nu = 1.14 x 107" cm*W [9]. We choose polystyrene as
our nonlinear dielectric material due to its strong and fast
Kerr nonlinear optical response [9, 14]. Since the third-
order nonlinear susceptibility of titania is on the order of
107" cm?/W [30], photonic crystals A and B are consid-
ered to be linear in our simulations. The radii of the spheres
in all three photonic crystals were taken as a4, = ap =
ac = 125 nm, and the lattice constants for each crystal
were taken as Ly, = 520 nm, Lz = 510 nm and L. =
435 nm. The upper photonic band edges of photonic
crystals A and B were calculated from Eq. (1) as
0.79273 eV and 0.81830 eV, respectively. When the pump
field is off, the upper photonic band edge of photonic
crystal C is found to be 0.82349 eV. Transmission spectra
of the heterostructure are plotted between the upper band
edges of photonic crystals A and B in order to study the
resonant photonic states in the waveguide heterostructure.

In Fig. 2, we study the effect of the coupling between
the waveguides by varying the thickness of the central
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Fig. 2 Transmission spectra for the heterostructure waveguide in the
direction of photon confinement, where the central barrier width is
varied to observe its effect on the coupling between the waveguides.
For all three plots, the outer photonic barriers were taken as dg = 5Ly
and the widths of the wells were dy = 15L,4. Here, the effect of the
pump field was not considered. The barrier widths were varied as
dc = SLC (a), dC = 1OLC (b) and dc = ]SLC (¢). When the
waveguides are close together, strong coupling of degenerate states
enhances the energy-splitting effect. As the waveguides are separated,
the interaction between degenerate states diminishes, and the energy
splitting cannot be resolved

photonic barrier (crystal C) while leaving the pump field
off. Here, we observe that when the waveguides are near
one another, there is a strong spectral splitting effect, and
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resonant peaks occur in pairs. However, as the waveguides
are brought further away from one another, we find that the
spectral splitting is diminished, eventually to the point
where it can no longer be resolved. The spectral splitting
effect observed here occurs due to a coupling between
degenerate states of the two waveguides. Because the
separation between waveguides is finite, there is some
limited interaction between the electric fields of degenerate
states. This interaction causes the degenerate states of the
system to split into symmetric and anti-symmetric pairs,
analogous to molecular bonding and anti-bonding pairs
[26]. Thus in Fig. 2, each pair of resonant peaks corre-
sponds to a degenerate state shared by the two waveguides,
and for each pair, the lower-energy peak corresponds to the
symmetric state, while the higher-energy peak is the anti-
symmetric state. For degenerate states with higher energy,
we observe that a proportionately stronger degree of
spectral splitting occurs, which is due to enhanced photonic
barrier penetration (and thus stronger coupling) at these
energies. Thus, by changing the waveguide separation, the
strength of the coupling between degenerate states can be
varied, and the system can be switched between single and
double bound states. From Fig. 2, we also note that for all
resonant peaks, there is an associated degree of spectral
broadening that increases with photon energy. This is
attributed an enhanced tunneling rate for photons with
energies nearer to the upper band edges of the photonic
barriers [23].

The Kerr nonlinearity of photonic crystal C is investi-
gated in Fig. 3, where numerical simulations of the energy
band structure have been performed while varying the
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Fig. 3 Energy of the upper photonic band edge of photonic crystals
A, B and C as the intensity of the pump field is varied. Since crystals
A and B are essentially linear for this range of pump field intensity,
their upper band edges are unaffected by the pump field. We see here
that by applying a pump field with intensity around 8 x 10'° W/em?,
the upper band edge of crystal C can be shifted to just slightly below
that of crystal A, effectively removing the photonic barrier separating
the two waveguides in the heterostructure
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intensity of an applied external pump field. Here, we
only consider a range of pump field intensities up to
10" W/cm?, which effectively adds a small contribution
to the index of refraction for the polystyrene spheres in
photonic crystal C, as described by Eq. (2). Note that these
pump fields are sufficiently small so that their effect on the
index of refraction of titania is negligible, and so photonic
crystals A and B are linear. In Fig. 3, the energies of the
upper photonic band edges of photonic crystals A, B and C
are shown. Bound photonic states within the waveguide
heterostructure have energies between the upper band
edges of crystals A and B. From Fig. 3, we see that by
applying a sufficiently intense pump field to the structure,
the upper band edge of photonic crystal C can be shifted to
a level slightly below that of crystal A, which effectively
removes the central photonic barrier separating the two
waveguides. Essentially, this means that the system can be
switched between a double waveguide and a single, wider
waveguide by applying the pump field.

In Fig. 4, we consider transmission spectra of the cou-
pled waveguide heterostructure for cases where the exter-
nal pump field is on or off (i.e. applied or not). Here, we
have considered a pump field with an intensity of 8 x 10'°
W/cm?, which lowers the energy of the upper band edge of
photonic crystal C to 0.79064 eV. This is only slightly
below the upper band edge of crystal A (0.79273 eV) and
causes photonic crystal C to function as a photonic well
rather than a barrier. In Fig. 4, we see that the transmission
spectrum has changed dramatically by applying the pump
field, where there is a greater number of resonant peaks that
no longer occur in split pairs. By applying the pump field,
the system has switched from a coupled waveguide struc-
ture to that of a single, wider waveguide consisting of the
two photonic crystals A and the central layer of photonic
crystal C. Since the number of bound photonic states
depends on the width of the waveguide [23], we see a
greater number of resonant peaks in the transmission
spectrum. Thus, we have shown here that by applying a
pump field, the system can be switched between single and
double waveguide states (Fig. 4).

Conclusions

Here, we have considered coupled heterostructure photonic
crystal waveguides made from two photonic crystals A and
B and another nonlinear photonic crystal C, where the
heterostructure is denoted as B/A/C/A/B. Due to the band
structure engineering, light is confined within photonic
crystal A by crystals B and C, causing two waveguides to
form in crystal A. Using the transfer matrix method, we
have studied the resonant photonic states within the
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Fig. 4 Transmission spectra for the heterostructure waveguide in the
direction of photon confinement, where the pump field is off (a) and
on (b). For these plots, the outer photonic barriers were taken as
dp = 5Lg, the widths of the wells were dy = 15L,, and the central
(nonlinear) barrier was taken as dc- = SL¢. By applying the pump
field, the system is switched between a double waveguide and a
single, wider waveguide. This effectively switches the energy-
splitting effect “oft” or “on”

waveguides by calculating the transmission coefficient of
the system in the direction of photon confinement. We have
found that the number of bound photonic states within the
waveguides can be controlled by varying the width and/or
well depth of photonic crystal A. It was also found that
when the waveguides are far away from each other, the
energies of the bound photons are degenerate. However, by
bringing the waveguides near one another, the degeneracy
of the bound states is removed due to coupling between
them, causing these states to undergo a twofold energy-
splitting effect. Here, we have also investigated the non-
linearity of photonic crystal C. By applying a pump laser,
the photonic band gap of crystal C changes due to the Kerr
nonlinearity. The change in band structure causes the
central photonic barrier to disappear, switching the system
between single and double waveguide states. Essentially,
this means that the energy-splitting effect can be turned off
by applying a pump laser. It is expected that these results
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can be applied to develop new types of nanophotonic
switching devices.

Open Access This article is distributed under the terms of the
Creative Commons Attribution Noncommercial License which per-
mits any noncommercial use, distribution, and reproduction in any
medium, provided the original author(s) and source are credited.

References

1. E. Yablonovitch, Phys. Rev. Lett. 58, 2059 (1987)

2. S. John, Phys. Rev. Lett. 58, 2486 (1987)

3. E. Istrate, E.H. Sargent, Rev. Mod. Phys. 78, 455 (2006)

4. M. Scalora, J.P. Dowling, C.M. Bowden, M.J. Bloemer, Phys.
Rev. Lett. 73, 1368 (1994)

5. P.R. Villeneuve, D.S. Abrams, S. Fan, J.D. Joannopoulos, Opt.
Lett. 24, 2017 (1996)

6. P. Tran, J. Opt. Soc. Am. B 14, 2589 (1997)

7. M. Soljaci¢, C. Luo, J.D. Joannopoulos, Opt. Lett. 28, 637 (2003)

8. M.R. Singh, R. Lipson, J. Phys. B: At. Mol. Opt. Phys. 41,
015401 (2008)

9. Y. Lin, F. Qin, F. Zhou, Z.Y. Li, J. Appl. Phys. 106, 083102
(2009)

10. A. Haché, M. Bourgeois, Appl. Phys. Lett. 77, 4089 (2000)

11. S.\W. Leonard, H.M. van Driel, J. Schilling, R.B. Wehrspohn,
Phys. Rev. B 66, 161102(R) (2002)

@ Springer

12. M. Shimizu, T. Ishihara, Appl. Phys. Lett. 80, 2836 (2002)

13. D.A. Mazurenko et al., Phys. Rev. Lett. 91, 213903 (2003)

14. Y. Liu et al., Appl. Phys. Lett. 95, 131116 (2009)

15. B.S. Song, S. Noda, T. Asano, Y. Akahane, Nat. Mater. 4, 207
(2005)

16. S.Y. Lin, E. Chow, S.G. Johnson, J.D. Joannopoulos, Opt. Lett.
25, 1297 (2000)

17. H. Takano, B.S. Song, T. Asano, S. Noda, Opt. Express 14, 3491
(2006)

18. Y. Nakayama et al., Nature 447, 1096 (2007)

19. A.R. McGurn, Phys. Rev. B 65, 075406 (2002)

20. Y. Nagpal, R.K. Sinha, Microw. Opt. Technol. Lett. 43, 47-50
(2004)

21. A. Faraon et al., Appl. Phys. Lett. 90, 073102 (2007)

22. J. Zi, J. Wan, C. Zhang, Appl. Phys. Lett. 73, 2084 (1998)

23. Y. Jiang, C. Niu, D.L. Lin, Phys. Rev. B. 59, 9981 (1999)

24. C.S. Feng et al., Solid State Comm. 135, 330 (2005)

25. S. Yano et al., Phys. Rev. B 63, 153316 (2001)

26. S.H. Xu et al., Photonics and Nanostructures Fundam. Appl. 4,
17-22 (2006)

27. A. Yariv, P. Yeh, Photonics: optical electronics in modern
communications (Oxford University Press, Oxford, 2007)

28. S. John, J. Wang, Phys. Rev. B 43, 12772 (1991)

29. P. Lambropoulos, G.M. Nikolopoulos, T.R. Nielsen, S. Bay, Rep.
Prog. Phys. 63, 455 (2000)

30. R.W. Boyd, Nonlinear Optics, 3rd edn. (Academic Press, New
York, 2008)

31. J. Wijnhoven, W.L. Vos, Science 281, 802 (1998)



	Resonant Photonic States in Coupled Heterostructure Photonic Crystal Waveguides
	Abstract
	Introduction
	Theory
	Results
	Conclusions
	Open Access
	References



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (None)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (ISO Coated v2 300% \050ECI\051)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Perceptual
  /DetectBlends true
  /ColorConversionStrategy /sRGB
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /SyntheticBoldness 1.00
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 524288
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveEPSInfo true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts false
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 150
  /ColorImageDepth -1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 150
  /GrayImageDepth -1
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputCondition ()
  /PDFXRegistryName (http://www.color.org?)
  /PDFXTrapped /False

  /Description <<
    /DEU <>
    /ENU <>
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [5952.756 8418.897]
>> setpagedevice


